Section Il
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

Map sy! mbol Pct| Potentlal source of | Potential source of
and 50|I name gravel | sand
I
un|t| |
|
| Rating class [Value] Rating class [Value
| | | |
o N Iy |
Rhoades————-———————— | 75 |Poor | |Poor
Bottom layer  |0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
AcA: |
Rhoades———————————— | 50 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
Slickspots, Dry————- | 40 |Not rated | |Not rated |
AgB: (|
Agar | 80 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Reliance———————————- 19 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
ArB: | ]
Parchin-————————————- | 40 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Bullock———————————— | 30 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————— | 25 |Not rated | |Not rated |
AsA: |
Capa 50 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————— | 40 |Not rated | |Not rated |
BdA: || |
Belfield——————————- | 60 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Daglum-—--—=—==—=————- 20 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BrA: | |
Belfield———————————- | 50 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Reeder—————————————- 30 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BrB: | |
Belfield———————————- | 45 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 Thiclkest layer [0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Reeder ~————————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Br C.
Bel fi el d——————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Reeder ~————————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ChE:
Cabba 50 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.04
Lantry-———————————~ 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CoF:
Cabba 65 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 04
Lantry-———————————~ 20 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CdA:
Canni ng——————-——————- 90 |Fair CGood
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.08
ChB:
Chanti er ———————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CsC
Chanti er ———————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft-—-| 40 | Not rated Not rated
DaA:
Dagl um-————————————- 70 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rhoades————————————- 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
DoB:
Dupr ee—————————————~ 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Opal 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
DsE:
Dupr ee—————————————~ 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sansar c————————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EkA:
Ekal aka————————————- 80 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0. 09
EkC:
Ekal aka————————————- 85 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0. 09
FaA:
Farl and———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FaB:
Farl and-——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FbF:
Fl asher -——————————- 75 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FvD:
Fl asher -————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Vebar 30 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
FvE:
Fl asher -————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Vebar 40 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Go:
d enross—————————- 80 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 05
Thi ckest [ ayer 0. 00 Bottom | ayer 0.70
Gp:
Othents, Gavelly—-—| 99 [Not rated Not rated
G
d enross———————————- 60 | Poor Fair
Bottom | ayer 0.00 Thi ckest | ayer 0. 05
Thi ckest [ ayer 0. 00 Bottom | ayer 0.70




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Regan 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
He:
Hei | 95 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HsB:
Hur | ey——-————————- 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 20 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Opal 15 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
I n:
Aquol | s———————————— 85 | Not rated Not rated
LnD:
Lantry-————————————- 50 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mort on————-—————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lo:
Lohl er -————————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lp:
Havr el on———————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lohl er -—————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LwA:
Lowry 95 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LwB:
Lowry 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
d’thents, Tai lings—-— 99 | Not rated Not rated
MoD:
Mor eau———-—————————-— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Wayden-——--—————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M B:
Mort on—————————————— 75 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MIA:
Mort on—————————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bel fiel d-———————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MiB:
Mort on—————————————— 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bel fiel d-———————————= 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M A:
Mort on—————————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Farl and—-———-——-—————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
B:
Morton-————————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lantry-—————————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Na.:
Rhoades————-—-—-—————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dagl um-————————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
GaB:
Opal 80 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
OnhB:
Opal 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
Hurl ey —————————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
OpA:
Opal 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Prom se-———————————— 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GCsC
Opal 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sansar c————————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
a B:
Opal 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 30 | Not rated Not rated
Pa:
Par shal | —————=—————- 85 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.58
Pe:
Par shal | ———————————- 60 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.58
Ekal aka———————————— 30 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0. 09
Pr A:
Prom se-———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pr B:
Prom se-———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PsA:
Prom se-———————————— 70 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Slickspots, Dry———- 25 [ Not rated Not rated
Pw:
Prom se-———————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
VWendt e————————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
RaA:
Reeder ~————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RaB:
Reeder ~————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RaC:
Reeder ~————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RbC:
Regent -——————————— 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RB:
Regent -———————————— 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mor eau—————————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RpA:
Regent -———————————— 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ri dgevi ew——————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RpB:
Regent ~————————————— 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ri dgevi ew——————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RsA:
Rel i ance———————————- 95 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RsB:
Rel i ance——————————— 95 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rt B:
Rhoades————————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dagl um-————————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Dewey County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
RvVA:
Ri dgevi ew——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SaE:
Sansar c————————————- 50 ([ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dupr ee—————————————~ 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ShC:
Sansar c————————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Opal 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ShE:
Sansar c————————————— 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Opal 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ScF:
Sansar c————————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft-—-| 45 | Not rated Not rated
SdC
Schamber ~——————————- 80 |Fair Fair
Thi ckest | ayer 0. 05 Thi ckest | ayer 0. 08
Bottom | ayer 0.31 Bottom | ayer 0.77
StF:
Schamber ~——————————- 50 |Fair Fair
Thi ckest | ayer 0.05 Thi ckest | ayer 0. 08
Bottom | ayer 0.31 Bottom | ayer 0.77
Sansar c————————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Sh:
Rock Qutcrop, Soft-—-| 75 | Not rated Not rated
Sansar c————————————- 15 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Sm
Shanmbo-—————---—————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00




Section |1
Soi |

(The information in this table indicates the dom nant soil

and Site Information

for onsite investigation.

and excl uding the bottom | ayer.

greater the val ue,

Construction Materials Table 1

Dewey County,

Sout h Dakot a

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Bul | cr eek——————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sy:
Bul | creek——————————- 50 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 30 | Not rated Not rated
Ta:
Tally 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 07
Thi ckest | ayer 0. 00 Bottom | ayer 0.67
Th:
Trenbl es——————————- 55 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
Havr el on———————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Tr:
Banks 40 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0.18
Thi ckest | ayer 0. 00 Bottom | ayer 0.99
Trenbl es——————————- 40 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
VeB:
Vebar 85 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Vf B:
Vebar 55 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
FI asher -———————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W,
Water (|l ess Than 40
Acres) ~———————————- 100 | Not rated Not rated
VaF:
Wayden————-—————————- 70 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Mor eau—————————————— 20 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00

The ratings given for the thickest |layer are for the thickest |ayer
The nunbers in the value colums range fromO0.00 to 0.99. The
the greater the likelihood that the bottom|ayer or thickest |ayer of the soil

condi tion but does not elimnate the need

above

is






